
 

 
* Author to whom correspondence should be addressed. (E-mail: i.dekany@chem.u-szeged.hu) 

CROATICA CHEMICA ACTA 
CCACAA, ISSN 0011-1643, e-ISSN 1334-417X 

Croat. Chem. Acta 86 (3) (2013) 287–295. 
http://dx.doi.org/10.5562/cca2343 

Original Scientific Article 

Adsorption of Ibuprofen and Dopamine on Functionalized Gold Using 
Surface Plasmon Resonance Spectroscopy at Solid-Liquid Interface 

Dániel Sebők,a Edit Csapó,a Tajana Preočanin,b Gabriella Bohus,a  
Nikola Kallay,b and Imre Dékánya,c,* 

aMTA-SZTE Supramolecular and Nanostructured Materials Research Group of the Hungarian Academy of Sciences, 
H-6720 Dóm sqr. 8., Szeged, Hungary 

bDepartment of Chemistry, Faculty of Science, University of Zagreb, HR-10000, Horvatovac 102a, Zagreb, Croatia 
cDepartment of Medical Chemistry, Faculty of Medicine, University of Szeged, H-6720 Szeged, Dóm sqr. 8. Hungary 

RECEIVED AUGUST 9, 2013; REVISED SEPTEMBER 22, 2013; ACCEPTED OCTOBER 10, 2013 

 

Abstract. Ultrathin gold nanofilms (≈ 50 nm) are suitable for detection of adsorbed molecules at solid-
liquid interface of various sizes due to their surface plasmon resonance (SPR) properties. This SPR tech-
nique makes it possible to study the surface adsorption in nanomol range amount on gold surfaces of a 
maximum of one mm2 and to determine the adsorbed amount as a function of equilibrium concentration. 
Adsorption of L-cysteine, L-glutathione, ibuprofen and dopamine on the gold surface was examined. 
Moreover, the binding capability of ibuprofen and dopamine molecules on the gold surface functionalized 
by L-cysteine and L-glutathione was studied as well. Adsorption isotherms were recorded using the flow 
measuring technique, which allows determination of the amount of adsorbed material even in the 
nmol/cm2 order of magnitude, the cross sectional areas of adsorbed molecules. The adsorption enthalpies 
(isosteric heat of adsorption) were determined from adsorption isotherms at different temperatures. The 
surface orientations of the studied molecules were analyzed by MarvinSketch program. (doi: 
10.5562/cca2343) 

Keywords: surface plasmon resonance, adsorption, functionalization, L-cysteine, L-glutathione, ibuprofen, 
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INTRODUCTION 

Since the first report on the phenomenon of surface 
plasmon resonance (SPR) (studies on processes taking 
place on metal surfaces and the detection of gases), 
appliances have undergone an enormous development 
regarding both technique and applications. Since the 
first presentation of a surface plasmon resonance 
(SPR) gas sensor1,2 the scientific attention focusing on 
these instruments has been undiminished. SPR sensors 
have become important means for the qualitative and 
quantitative characterization of biomolecular interac-
tions. Development of SPR devices serving for studies 
on chemical and biological analytes is pursued inten-
sively, so that number of publications reporting studies 
on interactions of importance for medical diagnostics, 
environmental protection, bacteriology and food quali-
ty increases rapidly. In the last three decades SPR 
devices have become some of the rifest and most 
popular gas3,4 and label-free biosensors5−7 due to their 
outstanding sensitivity and their easy use and evalua-

tion. The earliest documentation of metal-light interac-
tion anomalies comes from Wood8 and Fano;9 these 
observations were followed by those by Otto10 and 
Kretschmann11 in 1968, who described that in several 
attenuated total reflection configurations the shape of 
the reflection curve is caused by the excitation of sur-
face plasmons. Since that time the application methods 
and technical solutions have developed continually: 
there are instruments using prism,12 grating13 and 
waveguide coupler,14 while on the other hand there are 
angle15 or wavelength16 modulating and imaging17,18 
devices. The most popular configuration is the so-
called Kretschmann-configuration (Figure 1), in which 
the momentum of incident light is coupled to the free 
oscillations of the conduction electrons at a metal 
surface through a prism in order to increase the wave-
number of light, thus generating the conditions of 
surface plasmon resonance. 

The propagation constant of the surface plasmon 
(kSP) at the metal-dielectric interface is 
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where λ is the wavelength in vacuum, εd and εm are the 
complex permittivities of dielectric and metal, respec-
tively.17 The light wave cannot be coupled directly, 
because the real part of the surface plasmon’s propaga-
tion constant is larger than the wavenumber of the 
light’s wave vector that is parallel to the surface. The 
surface plasmon can be excited if the light’s wave-
number is increased by a prism having a proper refrac-
tive index (Eq. 2).  
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where np is the refractive index of the prism (larger than 
the refractive index of the dielectric np) and θ is the 
angle of incidence. Thus, scanning the angle with a 
polarized monochromatic incident light (angle modula-
tion) or scanning the wavelength of polychromatic light 
at a fixed angle of incidence (wavelength modulation) 
the matching condition can be achieved, and the surface 
plasmon can be excited by an evanescent wave propa-
gating along the metal-dielectric interface. It has to be 
noted that in case of waveguide or grating couplers the 
propagating constant of waveguide mode or the momen-
tum of diffracted light has to fulfill the matching condi-
tions.18 

Chemical or physical adsorption onto the gold sur-
face changes the refractive index of the dielectric, 
thereby the propagation constant of the surface plasmon. 
Therefore, in order to fulfill the matching conditions in 

Eq. (2), λ or θ has to change. By measuring one of these 
values (while the other is fixed), the change in the re-
fractive index of the dielectric can be calculated, and the 
concentration of analyte molecules on the surface can be 
determined. 

Nowadays the importance of gold nanoparticles 
(AuNPs) is increasing in several biological and medical 
applications, because they have a neutral physiological 
effect, and their expediency in many types of applica-
tions such as CT and X-ray contrast materials,19,20 
photothermal therapy,21,22 drug delivery23,24 and 
plasmonic properties25,26 has been proven. Most of the 
applications require surface functionalization, either in 
order to bind proteins, drugs (that do not contain thiol 
groups) onto the surface of AuNPs or to find the target 
molecule/group in the course of targeted drug or con-
trast material delivery. 

Several amino acids are suitable to functionalize 
the surface of gold particles. In this work the adsorption 
of ibuprofen and dopamine drug molecules onto L-
cysteine and L-glutathione modified gold surface has 
been investigated.  
 
Application of SPR Sensors in Biological Research 

Surface plasmon resonance (SPR) sensors are suitable 
for application in studies on biological interactions due 
to their sensitivity, their resolution and their material 
requirement. Since these devices essentially function as 
refractometers, i.e. they measure changes in refractive 
index (see Eq. 3), their sensitivity and resolution are 
most often specified in refractive index units (RIU). 
After suitable calibration, it can be converted to surface 
concentration expressed as amount (“number of moles”) 
of adsorbed species per surface area (e.g. in nmol cm−2) 
using the following expression17 
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where dn/dc is the dependency of refractive index on 
concentration of adsorbent in the solution (typically25,26 
0.1–0.3 mg L−1), h is the adsorption layer thickness and 
Γ denotes surface concentration, expressed as amount 
(“number of moles”) of adsorbed species per surface 
area. 

The conventional adsorption measuring technique 
at solid-liquid interface is not acceptable for characteri-
zation of our studied systems because the preparation of 
biomolecules functionalized surface is very expensive. 
Among the surface plasmon resonance technique the 
other possible two-dimension method for characteriza-
tion of adsorption is the optical waveguide lightmode 
spectroscopy (OWLS). Similar to SPR, this OWLS 
technique also require very small amount of chemical 
agent and the sensitivity is very high as well. 

 

Figure 1. Schematic representation of prism coupling
(Kretschmann-configuration) in SPR technique.14 
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Before functionalization of nanoparticles the bind-
ing capacity i.e. the cross-sectional area of the studied 
adsorbed molecules has to be determined by interpreta-
tion of the respective adsorption isotherms. 

 

MATERIALS AND METHODS 

Materials 

The following chemicals were used in the experiments: 
L-cysteine (L-Cys) (Fluka ≥ 99.5 %), L-glutathione (L-
GSH) (Fluka ≥ 97 %), ibuprofen (Sigma-Aldrich, ≥98 
%), dopamine (Sigma-Aldrich,). All of the solutions 
were prepared using Milli-Q ultrapure water. 
 
Surface Plasmon Resonance (SPR) Measurements 

SPR measurements were carried out in order to deter-
mine the adsorbed amounts and the monomolecular 
coverage of L-cysteine (L-Cys), L-glutathione (L-GSH), 
ibuprofen and dopamine on the (pure) gold surface, as 
well as adsorption of ibuprofen and dopamine on the 
gold surface functionalized with L-cysteine and L-
glutathione. A two-channel SPR sensor platform devel-
oped at the Institute of Photonics and Electronics (Pra-
gue) was applied. The SPR chip is a thin gold layer (50 
nm thickness), deposited on a glass substrate. During 
measurements the flow rate of 30 µL min−1 was used, 
and the temperature was kept at 20 °C. In all cases three 
parallel measurements were carried out. In order to test 
the reversibility of the adsorption process, the pure 
water was applied after the adsorption step. The record-
ed spectra were analyzed in real-time by a special soft-
ware package that allows determination of the resonant 
wavelength in both sensing channel. 

 

RESULTS 

1. Adsorption on Pure Gold Surface Thin Films 

Figures 2 and 3 represent the plasmonic curves of ad-
sorption of L-Cys and L-GSH in a flow system on the 
surface of a gold SPR chip. Cysteine and glutathione 
were immobilized on the surface of SPR gold chips 
from their aqueous solutions in the concentration range 
0.01–10 mmol dm−3. Surface concentrations were plot-
ted as a function of time. Two steps of the experiments 
were presented. In the first step lower concentrations 
were applied followed by washing with pure water, then 
in the second step higher concentrations were intro-
duced, again followed with washing with pure water. As 
it could be seen from Figures 2 and 3, after washing 
with water the adsorption amount was not reduced to 
zero, so that one can conclude that the adsorption pro-
cess of L-Cys and L-GSH is not fully reversible. This 
means that substantial part of the adsorbed amount re-

mains irreversibly bound at the gold surface. It should 
be noted that this irreversibly bound amount increases 
with concentration of adsorbent, but at higher concen-
trations (above 1 mmol dm−3) approaches its maximum 
value. 

Figure 4 represents adsorption isotherms for L-Cys 
and L-GSH on the gold surface. Data for both total and 
irreversibly bound adsorbates are presented. 

It could be concluded that irreversibly bound L-
Cys and L-GSH reaches certain maximum concentra-
tion, which holds especially for L-GSH. The area occu-
pied by adsorbed molecule am could be calculated from 
monomolecular adsorbed amount, e.g. by 

m
A m

1
a

N
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where Γm is monolayer surface concentration, and NA is 
the Avogadro constant. In numerical form, introducing 

Figure 2. Representative SPR curves (sensorgrams) of adsorp-
tion of L-cysteine on the gold surface from aqueous solutions. 
Washing with water is denoted by gray areas. 

Figure 3. Representative SPR curves (sensorgrams) of adsorp-
tion of L-glutathione on the gold surface from aqueous solu-
tions. Washing with water is denoted by gray areas. 
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suitable units, Eq. (4) reads 

2
m 2

m

1
/ nm 0.166

/ nmol cm
a  


 (2) 

The results are summarized in Tables 1 and 2.  
Adsorption of ibuprofen and dopamine on the (pure) 
gold surface is presented in Figure 5. Both experiments 
consisted of 6 subsequent steps, each one corresponding 
to higher adsorbent concentration. The washing proce-
dure was applied after final step, i.e. after adsorption 

from highest adsorbent concentration of 10 mmol dm−3. 
Figure 6 presents respective adsorption isotherms. 

The adsorbed amount increases with adsorptive 
concentration. Washing step reduced rapidly adsorbed 
amount of ibuprofen to zero so that one may conclude 
that adsorption of these species is fully reversible. Do-
pamine showed reduction of surface concentration in 
aqueous environment but this process is rather slow and 
will probably reach zero surface coverage after pro-
longed washing procedure. 

Adsorption results were analyzed by applying the 
linear form of the Langmuir adsorption isotherm, i.e. by 

 

Figure 4. Adsorption isotherms for L-cysteine (▲, ∆) and L-
glutathione (●, ○) on gold surface from aqueous solutions:
total adsorption (full symbols) and irreversible adsorption
(open symbols). The error of Γ values is ±5.2 %. 

Table 1. The monolayer adsorption capacities (Γm) and molecular cross sectional areas (am) on gold surface for dif-
ferent bioconjugated systems as obtained from adsorption isotherms 

Molecules on gold 
surface 

Monolayer capacity, 
Γm ./ nmol cm–2 Eq. (5) 

Cross sectional area, 
am./nm2 Eq. (6) 

am/am,calc 
Calculated cross sectional 

area * am,calc/nm2 
Surface 

orientation 

L-Cysteine 0.325 0.513 1.425 0.360 parallel 

L-Glutathione 0.135 1.234 1.505 0.820 parallel 

Ibuprofen 0.330 0.505 0.789 0.640 parallel 

Dopamine 0.860 0.194 0.359 0.540 perpendicular

* The am,calc is the cross sectional area calculated by the MarvinSketch27 program based on the conformation of molecules. 

 

Table 2. The maximal adsorption capacities (Γm) and molecular cross sectional areas (am) on functionalized gold 
surface for different bioconjugated systems 

Molecules on functiona-
lized gold surface 

Adsorptioncapacity, 
Γm. / nmol cm–2 Eq. (5) 

Cross sectional area, 
am./nm2 Eq. (6) 

am/am,calc 
Calculated cross section 

area, * am,calc/nm2 
Surface 

orientation 

L-Cys-Ibuprofen 0.325 0.513 0.801 0.640 parallel 

L-GSH-Ibuprofen 0.180 0.926 1.447 0.640 parallel 

L-Cys-Dopamine 0.640 0.260 0.481 0.540 perpendicular

L-GSH-Dopamine 0.580 0.287 0.531 0.540 perpendicular

* The am,calc is the cross sectional area calculated by the MarvinSketch27 program based on the conformation of molecules. 

Figure 5. Representative SPR curves of adsorption of ibu-
profen (a) and dopamine (b) on gold surface from aqueous
solutions at different concentrations (0.5, 1, 2, 4, 6, 10 mmol
dm−3). Washing with water is denoted by gray area. 
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where c is concentration expressed as amount (number 
of moles) per volume of the solution, Γ denotes surface 
concentration expressed as amount (number of moles) 
per surface area at equilibrium concentration of adsor-
bent c, while Γm represents complete surface coverage 
(i.e. monolayer adsorption capacity) and K is the equi-
librium constant of adsorption. 
In another form Eq. (6) reads 

m

1 1c
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Accordingly, the slope of the plot c/Γ vs. c yields recip-
rocal value of the monolayer surface concentration Γm 
being related to the cross-sectional area of adsorbed 
molecules am by Eq. (4). 

The linearized adsorption isotherms for ibuprofen 
and dopamine at lower concentrations are presented in 
Figure 7 providing the monolayer adsorption capacities 
and corresponding cross-sectional areas, as well as ad-
sorption equilibrium constants. For ibuprofen: Γm = 0.33 
nmol cm−2; am = 0.505 nm2, K = 9.2×10−5 cm. For do-
pamine: Γm = 0.86 nmol cm−2; am = 0.194 nm2, K = 
8.6×10−5 cm. The results are summarized in Table 1. 
 
2. Adsorption on Functionalized Gold Thin Films 

Since ibuprofen is bound to the surface of gold just by 
reversible physical adsorption, let us examine how the 
binding of ibuprofen on gold can be improved by func-
tionalization of gold thin film by L-cysteine. First part 
of the experiment presented in Figure 8 corresponds to 
functionalization of the gold surface by L-cysteine, the 
concentration of which was gradually increased up to 10 

mmol dm−3. After washing with water the irreversibly 
bound L-cysteine molecules remained. The surface 
concentration of irreversibly bound L-cysteine was 
found to be 0.5 nmol cm−2. In the second part of the 
experiment ibuprofen was introduced in raising concen-
trations from 0.5 up to 10 mmol dm−3. The maximum 
surface concentration of ibuprofen was obtained to be 1 
nmol cm−2. After the washing step the ibuprofen surface 
concentration was reduced to 0.5 nmol cm−2, which is 
just equal to the surface concentration of irreversibly 
bound L-cysteine. 

In the experiments the adsorption of ibuprofen and 
dopamine on the functionalized gold surface was exam-
ined. The gold surface was functionalized with L-
cysteine or L-glutathione in concentration of 1 mmol 
dm−3. This concentration was selected for surface func-
tionalization, because at the higher concentrations (10 
mmol dm−3) adsorbent is bound only by physical ad-
sorption, which can be seen in Figure 3. After washing 
step, the irreversibly bound L-cysteine or L-glutathione 
remained bound. Surface concentration of L-cysteine 
was 0.325 nmol cm−2 and of L-glutathione was 0.135 
nmol cm−2. The maximum surface concentration of 
ibuprofen adsorbed on gold functionalized by L-cysteine 
was obtained to be 0.325 nmol cm−2. If the gold was 
functionalized by L-glutathione the lower coverage of 
ibuprofen was observed, i.e. 0.180 nmol cm−2 adsorbed 
(see Figure 9). 

Adsorption isotherms for adsorption of ibuprofen 
and dopamine on L-cysteine and L-glutathione modified 
gold are presented in Figures 9 and 10, respectively. 

In addition the values based on the conformation 
of molecules, calculated using the MarvinSketch pro-
gram,27 are presented in Tables 1 and 2. These data 
provide information on the molecular arrangements on 
the flat surface by comparing calculated and the exper-
imental data. (See the am/am,calc ratio in Tables 1 and 2). 

Figure 6. Adsorption isotherms for ibuprofen (♦) and dopa-
mine (■) on gold surface from aqueous solutions. The average
error of Γ values is ±6.8 %, depending on the concentration
range. 

 

Figure 7. The linear representation of the adsorption iso-
therms at lower surface concentration of ibuprofen (♦, slope
3.05, intercept 10.9) and dopamine (■, slope 1.16, intercept
11.6) on gold surface. 
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The minimal and the maximal cross-sectional are-
as of each molecule in each system were calculated 
using the MarvinSketch27 software. Comparing the 
maximal and the minimal cross-sectional data with the 
values obtained from measurements it is possible to gain 
information about the surface orientation of a molecule. 
Accordingly, it may be concluded that adsorbed cyste-
ine and the glutathione molecules are parallel with re-
spect to the gold surface. The cysteine could be cova-
lently bound to the gold surface (by Au−S bond).28 The 
pH values of aqueous ibuprofen and the dopamine solu-
tions can be found between 6 and 6.5, at which the cys-
teine is in a zwitterionic form. Due to this zwitterionic 
configuration cysteine can interact with the deprotonat-

ed form of the ibuprofen through the amino group of the 
cysteine, and the protonated form of the dopamine with 
the carboxyl group of the cysteine. 

In order to obtain information on the adsorption 
binding energies, the temperature dependency of the 
adsorption isotherms were determined, as shown in 
Figures 11 and 12. 

The analysis of data presented in Figures 11 and 
12 was performed on the basis of Eqs. (8,9).29 

lnRT K H T S     (8) 

where R is the gas constant, while ΔH and ΔS denote 
reaction enthalpy and entropy, respectively. 

 

Figure 8. Representative SPR curves (sensorgrams) of adsorption of ibuprofen on L-cysteine functionalized gold surface from
aqueous solutions. (at concentrations of 0.5, 1, 2, 4, 6, 10 mmol dm−3). Washing with water is denoted by gray areas. 

Figure 9. Adsorption isotherms of ibuprofen on gold surface
from aqueous solutions functionalized by 1 mmol dm−3 L-
cysteine (a) and L-glutathione (b). The average error of Γ
values is ±5.2 % depending on the solution cocncentration. 

Figure 10. Adsorption isotherms of dopamine on gold surface 
from aqueous solutions functionalized by 1 mmol dm−3 L-
cysteine (a) and L-glutathione (b). The average error of Γ 
values is ±5.2 % depending on the solution concentration. 
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According to Eqs. (6, 8) the adsorption enthalpy 
(isosteric heat of adsorption) could be determined from 
the temperature dependency of the equilibrium concen-
tration of the adsorbent in the bulk of the solution at 
constant surface concentration (surface coverage) as 

 
 

ln

1/

d c
H R

d T


 
     

 
 (9) 

Results are presented in the Table 3. 
The values of adsorption heats (enthalpies) were calcu-
lated by Eq. (9), at chosen surface concentrations, as-
suming linearity of lnc(T–1) function. The surface cover-
age (Θ= Γ/ Γmax ) for ibuprofen is lower with respect to 
monolayer coverage so that molecular interactions are 
less pronounced, with respect to the case of dopamine 
coupling on L-glutathione functionalized surface. Less 
negative adsorption enthalpies could be measured if the 
adsorbed molecules repel each other. If the molecules 
displace each other on the gold surface, they will adsorb 
in a disordered layer, causing less negative adsorption 
enthalpies at higher surface coverage.30 For adsorption 
of dopamine on L-glutathione modified gold surface 

higher exothermic intermolecular interactions were 
found at lower surface coverage, which is in accordance 
with the fact that dopamine molecules show very strong 
binding to the functionalized surface having an perpen-
dicular molecular orientation. (See Figure 13.) 

 

DISCUSSION 

Adsorption of ibuprofen on gold surface in the flow 
system exhibits almost full reversibility, suggesting that 
the adsorption is of the physical type. However, adsorp-
tion of dopamine on the surface of gold is only partially 
reversible. Figure 7 represents corresponding adsorption 
isotherms’, suggesting that adsorption of dopamine is 
described by a two-stage isotherm. It may be concluded 
that first dopamine layer is irreversibly bound while the 
second layer is anchored by physical forces. In Figure 8 
the linear representation of the adsorption isotherms 
based on Eq. (5) is presented yielding the cross-
sectional areas of the adsorbed ibuprofen and dopamine 
molecules. Since adsorbed amounts are significantly 
higher than the monomolecular surface concentration 
one can conclude that more than one layer of molecules 
are adsorbed on the gold surface. 

Figure 11. Temperature dependency of the L-glutathi-
one/ibuprofen adsorption isotherms at (a) 20 °C, (b) 25°C and
(c) 30 °C from aqueous solutions. The error of Γ values is ±5.2
%. depending on the solution concentration. 

Figure 12. Temperature dependency of the L-glutathi-
one/dopamine adsorption isotherms at (a) 20 °C, (b) 25°C and
(c) 30 °C from aqueous solutions. The error of Γ values is ±5.2
% depending on the solution concentration. 

Table 3. Adsorption enthalpies (ΔH) for L-glutathione functionalized gold surface coupled with ibuprofen and dopamine mole-
cules as a function of surface concentration (Γ) and surface coverage (Θ) 

L-glutathione-ibuprofen coupling  L-glutathione-dopamine coupling 

Γ / nmol cm–2 Θ ΔH / kJ mol–1  Γ / nmol cm–2 Θ ΔH / kJ mol–1 

0.005 0.028 –29.9  0.007 0.012 –51.2 

0.024 0.133 –24.9  0.033 0.057 –46.4 

0.044 0.244 –18.3  0.059 0.101 –43.0 

0.068 0.377 –11.9  0.091 0.156 –40.4 
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It is shown that L-cysteine adsorption increases 
stepwise, and that after desorption stage adsorption is 
reduced to about 40–50 % of the original value. This 
finding suggests chemical interaction developed be-
tween thiol groups of cysteine molecules and the gold 
surface. To such a surface, ibuprofen molecules were 
bound at four different concentrations. 

According to results presented in this study, it can 
be concluded that in case of functionalization by cyste-
ine, dopamine is bound to the surface in larger amounts 
than ibuprofen. Such a finding could be expected since 
dopamine contains amino groups enabling formation of 
a stronger chemical bond with the cysteine molecule, 
with respect to ibuprofen. Adsorbed cysteine molecules 
are oriented parallel to the surface, while bounded do-
pamine molecules are oriented perpendicular to the 
surface in contrast to ibuprofen exhibiting parallel ori-
entation. Glutathione as a functionalization agent is 
characterized by a parallel orientation to the gold sur-
face, while bounded dopamine are oriented perpendicu-
lar, again in contrast to ibuprofen being bounded paral-
lel with respect to the surface (Table 2). In the case of 
Au-L-glutathione-dopamine coupling system the ad-
sorbed amount, corresponding to the monomolecular 
coverage, does not differ significantly from Au-
dopamine system. But these adsorbed amounts are still 
higher than for Au-L-cysteine-ibuprofen or Au-L-
glutathione-ibuprofen systems. There are stronger mo-
lecular interactions, probably due to interaction of ami-
no group in the dopamine with two carboxylic groups of 
L-glutathione molecule which is anchored to the gold 
surface by the SH-group; ΔH = –40 ...−50 kJ mol −1 
(Table 3). The interaction with ibuprofen molecules are 
les pronounced (ΔH = –11 ...–30 kJ mol−1), because the 
carboxylic group can interact only with the amino group 
of L-glutathione. (See the molecular structures of dopa-
mine and ibuprofen presented in Figure 13.) 

The temperature dependence of ibuprofen adsorp-
tion on gold surfaces functionalized by glutathione was 
not found to be significantly pronounced which suggest 
lower initial energies of interaction as compared to the 
glutathione/dopamine system. 

Table 3 reveals that the glutathione/dopamine in-
teraction is significantly stronger than the glutathi-
one/ibuprofen interaction. As surface coverage increas-
es, values of the isosteric heat of adsorption indicate 
increasingly stronger interactions: increase of surface 
coverage enables a stronger linkage between glutathione 
and dopamine molecules than between glutathione and 
ibuprofen. Less negative enthalpies could be measured 
if the adsorbed molecules displace each other at the gold 
surface. In such a case the molecular orientation would 
be partially disordered causing less negative adsorption 
enthalpy at higher surface coverage.30 Using the data 
from Table 2 and 3, the coupling effect between ibu-
profen-L-glutathione system at maximum adsorbed 
amount, expressed as the molecular coupling ratio, is ≈ 
37 % for ibuprofen, and ≈ 45 % for dopamine -L-
glutathione system.  

As the results of our study summarized in discus-
sion represent that the surface plasmon resonance spec-
troscopy is one of the best suitable two-dimensional 
technique to determine the adsorption capability of 
biomolecules on “pure” or biofunctionalized gold sur-
face from aqueous solutions.. Among this technique the 
other possible method for characterization of adsorption 
is the Optical Waveguide Lightmode Spectroscopy 
(OWLS).  
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